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Description

BACKGROUND OF THE INVENTION

5 1 . Field of the Invention

[0001] The present invention relates to a nonwoven fabric carrying powder materials affixed thereon, i.e., a powders-

affixed nonwoven fabric, a process for manufacturing the same, and a sheet material comprising the same.

10 2. Description of the Related Art

[0002] A fibrous material carrying powder materials affixed thereon is disclosed in, for example, Japanese Unexam-

ined Patent Publication No. 63-1 35550 wherein a fibrous material carrying powdery binding agents is disclosed. How-

ever, the fibrous material is a starting material for a glassfiber-reinforced plastic molding, and fibers having a single

15 fiber diameter of 5 to 20 urn and a fiber length of 4 to 25 mm as the glass fibers. Thus, the powder materials having

small particle diameters are not firmly bonded, but easily drop when the fibrous material is vibrated or shocked. Further,

Japanese Unexamined Patent Publication No. 7-313863 discloses an air-mixing method of reinforcing fibers and resin

powders by a gas stream, for preparing a preform of a fiber-reinforced plastics. However, the reinforcing fibers used

are apparently thick and long, and thus, the method has disadvantages same as the above method.

20 [0003] Further, methods for bonding powder materials to a nonwoven fabric were known. For example, there was a

method for fixing powder materials by sandwiching the powder materials between fiber webs, and needle-punching

the fiber webs to physically entrap the powder materials between fibers. Further, there was a method for enhancing

the bonding by sandwiching the powder materials between fiber webs containing heat-sensitive adhesive fibers, and

adhering the powder materials and the fibers, and the fibers to each other. However, there was a disadvantage in that

25 small powder materials having an average particle diameter of about50 urn or less are liable to fall, when the nonwoven

fabric is vibrated or shocked, and therefore, the nonwoven fabric can merely bond relatively large powder materials

having an average particle diameter of more than 50 urn.

[0004] A method for enhancing hoidability of the powder materials having small particle diameters, using a fiber web

having a denser structure was known. The method was a wet-laid method wherein such powder materials were de-

30 posited together with fibers. However, there was a disadvantage in that slurry used in the wet-laid method contains

surface-active agents or sizing agents which cover the surfaces of the powder materials, and thus, inherent functions

of the powder materials are lost.

SUMMARY OF THE INVENTION
35

[0005] The inventors of the present invention engaged in intensive research to remedy the above disadvantages of

the prior art, and to provide a powders-affixed nonwoven fabric from which fine powder materials hardly drop, and

which can express inherent functions thereof, and a process for manufacturing the same. As a result, the inventors

found a means for solving the above problems, more particularly, that a method other than a wet-laid method must be

40 used in order to maintain and express the inherent functions of the powder materials, and a falling of the powder

materials from the nonwoven fabric can be prevented by dispersing fine short fibers having a particular thickness or

less and a particular length or less to surround the powder materials by the fine short fibers, preferably entangle the

fine short fibers as a spider's web, and narrow gaps between the fine short fibers.

[0006] The present invention is based on the above findings.

45 [0007] Other objects and advantages of the present invention will be apparent from the following description.

[0008] I n accordance with the present invention, there is provided a powders-affixed nonwoven fabric prepared from

a fiberweb comprising powder materials and fine short fibers having a fiber diameter of 4 urn or less and a fiber length

of 3 mm or less in a dispersed state in said powders-containing fiber web, said powders-containing fiber web being

formed by a method other than a wet-laid method.

50 [0009] When an average particle size of the powder materials in the powders-affixed nonwoven fabric is 50 um or

less, functions of the powder materials can be expressed to a maximum degree. Further, when a mass ratio of the fine

short fibers with respect to a whole mass of the powders-affixed nonwoven fabric is 1 to 40 mass %, functions of the

powder materials can be expressed to a maximum degree, because an amount of the powder materials becomes

large. When an adhesion rate of substances adhered to the powders-affixed nonwoven fabric is 0.5 mass% or less,

55 functions of the powder materials are not affected by the substances adhered to the powders-affixed nonwoven fabric.

[0010] The inventors of the present invention also found that when aggregates of fine short fibers or a group of the

aggregates, and/or mechanically dividable fibers capable of generating fine short fibers or aggregates of the mechan-

ically dividable fibers are ejected together with powder materials from a nozzle into a gas by an action of a compressed
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gas, the aggregates of the fine short fibers or the groups thereof and/or the mechanically dividable fibers or the aggre-

gates thereof are loosed and dispersed, the powder materials are also dispersed, and individual powder materials are

entangled by the fine short fibers as in a spider's web.

[0011] Accordingly, the present invention also relates to a process for manufacturing a powders-affixed nonwoven
s fabric comprising the steps of:

ejecting aggregates of fine short fibers having a fiber diameter of 4 um or less and a fiber length of 3 mm or less,

or a group of the aggregates, and/or mechanically dividable fibers capable of generating fine short fibers having

a fiber diameter of 4 um or less and a fiber length of 3 mm or less, or aggregates of the mechanically dividable

10 fibers, together with powder materials, from a nozzle into a gas by an action of a compressed gas, to thereby divide

the aggregates of the fine short fibers or the group thereof into the fine short fibers, and/or divide the mechanically

dividable fibers or the aggregates thereof into the fine short fibers, and disperse the resulting fine short fibers and

the powder mate rials ;

.

collecting the dispersed fine short fibers and the powder materials to form a powders-containing fiber web; and

15 affixing the powder materials, while forming a nonwoven fabric from the powders-containing fiber web to obtain

the powders-affixed nonwoven fabric.

[0012] In accordance with the present invention, there is also provided a sheet material comprising at least one layer

of a powders-affixed nonwoven fabric prepared from a fiber web comprising powder materials and fine short fibers

20 having a fiber diameter of 4 um or less and a fiber length of 3mm or less in a dispersed state in the powders-containing

fiber web, the powders-containing fiber web being formed by a method other than a wet-laid method.

[0013] The sheet material can further contain a layer free of the powder material to thereby prevent the powder

materials from falling on at least one surface, and such a layer can more effectively prevent the falling of the powder

materials.

25 [0014] In accordance with the present invention, there is also provided a process for manufacturing a sheet material

comprising the steps of:

ejecting aggregates of fine short fibers having a fiber diameter of 4 pm or less and a fiber length of 3 mm or less,

or a group of the aggregates, and/or mechanically dividable fibers capable of generating fine short fibers having

30 a fiber diameter of 4 urn or less and a fiber length of 3 mm or less, or aggregates of the mechanically dividable

fibers, together with powder materials, from a nozzle into a gas by an action of a compressed gas, to thereby divide

the aggregates of the fine short fibers or the group thereof into the fine short fibers, and/or divide the mechanically

dividable fibers or the aggregates thereof into the fine short fibers, and disperse the resulting fine short fibers and

the powder materials;

35 collecting the dispersed fine short fibers and the powder materials to form a powders-containing fiber web; and

affixing the powder materials, while forming a nonwoven fabric from the powders-containing fiber web, and at the

same time bonding a layer free of the powder materials, to obtain the sheet material containing a powders-affixed

nonwoven fabric.

40 BRIEF DESCRIPTION OF DRAWINGS

[0015]

Figure 1 schematically illustrates an embodiment of the apparatus for manufacturing the powders-affixed nonwo-
45 ven fabric of the present invention.

DESCRIPTION OF THE PREFERRED EMBODIMENTS

[0016] The powders-affixed nonwoven fabric of the present invention contains fine short fibers having a fiber diameter

so of 4 um or less, so that excellent properties, such as holdabilfty of the powder materials, are exhibited. When the

powders-affixed nonwoven fabric of the present invention contains the fine short fibers having a smaller fiber diameter,

the nonwoven fabric can hold powder materials having smaller diameters. Therefore, the fiber diameter is preferably

3 um or less, more preferably 2 um or less. There is no particular lower limit of the fiber diameter of the fine short fibers,

but about 0.01 um is appropriate.

55 [001 7] The term "fiber diameter" as used herein with respect to a fiber having a circular cross-sectional shape means
a diameter of the circle. For a fiber having a non-circular cross-sectional shape, a diameter of a circle having an area

the same as that of the non-circular cross-sectional shape is regarded as the diameter.

[001 8] The fine short fibers forming the powders-affixed nonwoven fabric of the present invention have a fiber length
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of 3 mm or less so that the fine short fibers exhibit an excellent dispersibility. If the fine short fibers have a fiber length

of more than 3 mm, a degree of freedom thereof is low, and thus the dispersibility becomes lowered. The fiber length

is preferably 2 mm or less. The lower limit of the fiber length of the fine short fiber is not particularly limited, but is

appropriately about 0.1 mm. The fine short fibers cut into a fiber length of 3 mm or less in such a way that they have

5 a uniform fiber length are preferable.

[0019] The term "fiber length" as used herein means a value measured in accordance with JIS L 1015 (a testing

method for man-made staple fibers), the B method (an amended method for staple diagram).

[0020] The fine short fibers used in the present invention may be prepared from any material, such as an organic or

inorganic material, for example, an organic material, such as polyamide based resin, polyvinyl alcohol based resin,

10 polyvinyl idene chloride based resin, polyvinyl chloride based resin, polyester based resin, potyacrylonitrile based resin,

polyolefin based resin (such as polyethylene based resin, or polypropylene based resin), polystyrene based resin (such

as crystalline polystyrene, or amorphous polystyrene), whole aromatic polyamide based resin, or polyurethane based

resin; or an inorganic material, for example, glass, carbon, potassium titanate, silicon carbide, silicon nitride, zinc oxide,

aluminum borate, or Wollastonite.

is [0021 ] I n general, the fine short fibers made of one or more organic materials have rigidity lower than that of the fine

short fibers made of inorganic materials, and thus are softer than the latter. The former fine short fibers are easily

entangled with each other, and therefore, it is more difficult to uniformly disperse the former fine short fibers, and thus

to obtain advantages due to the containing of the fine short fibers. On the contrary, the fine short fibers in the powders-

affixed nonwoven fabric of the present invention are uniformly dispersed, and therefore, properties due to the containing

20 of the fine short fibers made of organic materials, such as bulkiness, hand and feel, and elasticity, are improved.

[0022] The fibers contained in the powders-affixed nonwoven fabric of the present invention are preferably bonded

with each other to maintain the shape of the powders-affixed nonwoven fabric. More preferably, the fine short fibers

are fusible, because the shape of the powders-affixed nonwoven fabric can be maintained by the fusion of the fine

short fibers, and the fine short fibers and the powder materials are rarely dropped. The fusible fine short fiber may be

25 a fiber containing a thermoplastic resin on at least a part of the surface of the fine short fiber. The material for the

surface of the fine short fiber may be, for example, a crystalline thermoplastic resin, such as a polyolefin based resin

(such as polyethylene based resin, or polypropylene based resin), polyvinylidene chloride based resin, polyester based

resin, polyamide based resin, crystalline polystyrene; or an amorphous thermoplastic resin, such as polyvinyl chloride

based resin, amorphous polystyrene based resin, polyacrylonitrile based resin, or polyvinyl alcohol based resin. Of the

30 above resins, the polyethylene based resin having a relatively lower melting point or polyvinyl acetate resin having a

relatively lower melting point is preferable. Further, inorganic fibers such as glass fibers, or metallic fibers such as

copper fibers may be used.

[0023] Preferably, the fusible fine short fiber is composed of two or more components having a melting point different

from each other, because a form or shape of the fusible fine short fiber may be maintained due to the presence of at

35 least one non-fusible component. When the fusible fine short fiber is a composite fiber composed of two or more

components, the cross-sectional shape may be, for example, a sheath-core type, an eccentric type, an islands-in-sea

type, a side-by-side type, a muftilayered-bicomponent type (or bicomponent type), or an orange type.

[0024] Preferably, each of the fine short fibers has a diameter that does not substantially change in an axial direction

of the fiber, namely, has substantially the same diameter, so that the powders-affixed nonwoven fabric has an excellent

40 uniformity. The fine short fibers having substantially the same diameter that does not substantially change in an axial

direction of the fiber may be prepared, for example, by removing sea components from islands-in-sea type fibers

obtained by a composite spinning method, such as a method for extrusion of and adjustment of a composition of island

components into sea components under the condition that a spinning nozzle is controlled. In general, the fine short

fibers prepared by removing sea components from islands-in-sea type fibers are liable to form bundled aggregates of

45 the fine short fibers derived from island components, to be in dose contact with each other, and easily entangled with

each other. Therefore, it would be difficult to uniformly disperse such fine short fibers, and thus to obtain advantages

due to the containing of the fine short fibers. On the contrary, even if the bundled aggregates of the fine short fibers

are used, the fine short fibers are not in the form of bundled aggregates, can be uniformly dispersed in the powders-

affixed nonwoven fabric of the present invention, and therefore, properties due to the containing of the fine short fibers

50 are obtained. Further, bundled aggregates of the fine short fibers prepared by removing sea components from islands-

in-sea type fibers are liable to be cohered, and thus, it would be difficult to uniformly disperse such fine short fibers.

On the contrary, even in the form of the bundled aggregates the fine short fibers can be uniformly dispersed in the

powders-affixed nonwoven fabric of the present invention, and therefore, properties due to the containing of the fine

short fibers are obtained.

55 [0025] The fine short fibers used in the present invention may be undrawn, but preferably are drawn, because a good

mechanical strength is thus obtained.

[0026] In the powders-affixed nonwoven fabric of the present invention, the powder materials are bonded to the fiber

web wherein the fine short fibers are dispersed, and the powder materials are held by the fine short fibers. Therefore,
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the falling of the powder materials can be prevented. Further, the fiber web is formed by a method other than a wet-

laid method, and thus, the powder materials are not covered with surface-active agents or sizing agents that are present

in the fiberweb prepared by the wet-laid method. Therefore, Inherentfunctions of the powder materials can be exhibited.

. The method other than the wet-laid method is not particularly limited, so long as it does not a method wherein slurry

5 containing surface-active agents and/or sizing agents is used to disperse fine short fibers and powder materials. The

method other than the wet-laid method is, for example, a method wherein a gas is used as a dispersing medium to

form a fiber web. Preferable method comprises falling and depositing the fine short fibers dispersed in a gas, and

bonding them by an appropriate bonding method, such as a heat fusing method.

[0027] The powder materials which may be used in the present invention are not particularly limited, but for example,

10 organic powder materials, inorganic powder materials, metallic powder materials, or composite powder materials of

organicand inorganic materials, such as inorganic powder materials covered with organic resins. The powder materials

can be selected in accordance with an application of the powders-affixed nonwoven fabric of the present invention.

For example, activated carbon may be used when the powders-affixed nonwoven fabric is used for decomposing

ozone; ion exchanging resin powders may be used when the powders-affixed nonwoven fabric is used for an ion

15 exchange; catalytic powder materials, such as manganese dioxide, platinum, or titanium oxide, may be used when the

powders-affixed nonwoven fabric is used for catalytic applications; powder materials of deodorizing agents may be

usedwhen the powders-affixed nonwoven fabric is used for deodorizing applications; powder materials of heat sensitive

resins may be used when the powders-affixed nonwoven fabric is used for fiber reinforced plastics (FRP) or a sheet

molding compound (SMC); powder materials of thermosetting resins may be used when the powders-affixed nonwoven

20 fabric is used for fiber reinforced plastics, such as overlay materials, for a ship or a bathtub; or inorganic powder

materials may be used when the powders-affixed nonwoven fabric is used for a refractory board.

[0028] It is preferable that the powder materials contain, for example, heat-fusible resin powder materials, such as

polypropylene or polyethylene, thermosetting resin powder materials, such as thermosetting polyethylene terephthalate

or phenol resin, inorganic powder materials, such as glass, metallic powder materials, such as zinc, aluminum or tin,

25 because the powder materials can be firmly bonded to the powders-affixed nonwoven fabric due to adhesive properties

thereof.

[0029] In a preferred embodiment, the powder materials contain heat-fusible resin on a part of the surface thereof,

because the powder materials can be firmly bonded to the powders-affixed nonwoven fabric by the heat-fusible resin.

[0030] The powders-affixed nonwoven fabric of the present invention can hold the powder materials having an av-

30 erage particle diameter of 50 pm or less that are liable to fall from the conventional nonwoven fabric, because the fine

short fibers are used in the present invention. The powder materials are held mainly by the fine short fibers, and thus,

the powder materials which can be held vary with fiber diameters of the fine short fibers used. In the powders-affixed

nonwoven fabric of the present invention, the fine short fibers having appropriate fiber diameter can be selected in

accordance with the average particle diameters of the powder materials to be held. A relationship of the fiber diameters

35 of the fine short fibers and appropriate average particle diameters of the powder materials is shown in the following

Table 1.

Table 1

Fiber diameters of the fine short fibers Average particle diameter of powder materials which can be held

1 2 to 4 pm 10 to 50 ujti

2 1 to 2 fim 5 to IOujti

3 0.5 to 1 jim 1 to 5 pin

4 0.5 fim or less 1 urn or less

[0031 ] The fiber web of the present invention can hold the powder materials having an average particle diameter of

more than 50 pm.

[0032] The term "average particle diameter
-
as used herein means a value determined by a Coulter counting method.

50
[0033] The powder materials are in a bonded state in the fiberweb as above, and thus, do not fall from the powders-

affixed nonwoven fabric. The expression "bonded state" as used herein means a state where the powder materials

are fixed, for example, a state where the powder materials are fixed by surrounding them mainly by the fine short fibers,

a state where the powder materials are fixed by a fusion of the fine short fibers and/or thick fibers as mentioned below,

or a state where the powder materials are fixed by a combination of the above means.
55 [0034] In the powders-affixed nonwoven fabric of the present invention, the mass ratio of the fine short fibers with

respect to the whole mass of the powders-affixed nonwoven fabric vary with the average particle diameters or specific

gravities of the powder materials, or the fiber diameters of the fine short fibers. However, when the mass ratio is 40
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mass% or less, the smalt powder materials having an average diameter of 50 ujti or less can be held without failing.

The small powder materials do not fall from the powders-affixed nonwoven fabric, when the mass ratio is 20 mass%
or less. Even if the mass ratio is 1 0 mass% or less, the powders-affixed nonwoven fabric has no practical problems,

for example, has a sufficient strength for a practical handling. When the mass ratio of the fine short fibers is 1 mass%
5 or more, the powder materials rarely fall, and a sufficient strength for a practical handling may be obtained.

[0035] As above, the fine short fibers are dispersed in the powders-affixed nonwoven fabric of the present invention,

and thus, the properties due to the containing of the fine short fibers can be obtained. An amount of the fine short fibers

in fibers forming powders-affixed nonwoven fabric is preferably 20 mass% or more, more preferably 50 mass% or

more, most preferably 1 00 mass%, so that the properties due to the containing of the fine short fibers can be obtained.

io [0036] The powders-affixed nonwoven fabric of the present invention may contain, in addition to the fine short fibers

defined as above, (1 ) fibers having a fiber diameter of more than 4 urn and a fiber length of 3 mm or less, hereinafter

referred to as thick fibers, (2) fibers having a fiber diameter of 4 urn or less and a fiber length of more than 3 mm,
hereinafter referred to as long fibers, or (3) fibers having a fiber diameter of more than 4 ujti and a fiber length of more

than 3 mm, hereinafter referred to as thick-long fibers. Of these fibers, the long fibers and the thick-long fibers having

15 a fiber length of more than 3 mm exhibit a poor dispersibility, and may affect the dispersibility of the fine short fibers.

Thus, it is preferable to use the thick fibers having a fiber length of 3 mm or less.

[0037] The upper limit of the fiber diameter of the thick fiber used is not particularly limited, but is appropriately about

50 ujti, because the uniformity of the powders-affixed nonwoven fabric may be affected when the fiber diameter of the

thick fibers is too thick in comparison with the fiber diameter of the fine short fibers.

20 [0038] The thick fibers have a fiber length of preferably 2 mm or less, so as to have an excellent dispersibility. The

lower limit of the fiber length of the thick fiber is not particularly limited, but is appropriately about 0.1 mm. The thick

fibers, which are cut into a fiber length of3mm or less in such away thatthey have a uniform fiber length, are preferable.

[0039] As the fine short fibers, the thick fibers may be prepared from any material, such as an organic or inorganic

material, for example, an organic material, such as polyarnide based resin, polyvinyl alcohol based resin, polyvinylidene

25 chloride based resin, polyvinyl chloride based resin, polyester based resin, polyacrylonitrile based resin, polyolefin

based resin (such as polyethylene based resin, or polypropylene based resin), polystyrene based resin (such as crys-

talline polystyrene, or amorphous polystyrene), whole aromatic polyarnide based resin, or polyurethane based resin;

or an inorganic material, for example, glass, carbon, potassium titanate, silicon carbide, silicon nitride, zinc oxide,

aluminum borate, or Wollastonite.

30 [0040] When the thick fibers are fusible, the shape of powders-affixed nonwoven fabric of the present invention can

be maintained by the fusion of the thick fibers. The fusible thick fiber may be a fiber containing a thermoplastic resin

on at least a part of the surface of the thick fiber. The material for the surface of the thick fiber may be, for example, a

crystalline thermoplastic resin, such as polyolefin based resin (such as polyethylene based resin, or polypropylene

based resin), pofyvinylidene chloride based resin, polyester based resin, polyarnide based resin, crystalline polysty-

35 rene; or an amorphous thermoplastic resin, such as polyvinyl chloride based resin, amorphous polystyrene based

resin, polyacrylonitrile based resin, or polyvinyl alcohol based resin. Of the above resins, the polyethylene based resin

having a relatively lower melting point or polyvinyl acetate resin having a relatively lower melting point is preferable.

Further, inorganic fibers such as glass fibers, or metallic fibers such as copper fibers may be used.

[0041] Preferably, the fusible thick fiber is composed of two or more components having a melting point different

40 from each other, because a form or shape of the fusible thick fiber may be maintained due to the presence of at least

one non-fusible component, when one of the components is fused. When the fusible thick fiber is a composite fiber

composed oftwo or more components, the cross-sectional shape may be, forexample, a sheath-core type, an eccentric

type, an islands-in-sea type, a side-by-side type, a multilayered-bicomponenttype (or bicomponenttype), or an orange

type.

45 [0042] The thick fibers may be undrawn, but preferably are drawn because a good mechanical strength is thus

obtained.

[0043] In the powders-affixed nonwoven fabric of the present invention, an adhesion rate of substances (such as

surface-active agents or sizing agents) adhered to the powders-affixed nonwoven fabric is preferably 0.5 mass% or

less, so that the functions of the powder materials are affected by the adhered substances. The functions of the powder
so materials cannot be affected as the adhesion rate is lowered. Therefore, the adhesion rate is preferably 0.3 mass% or

less, more preferably 0.1 mass% or less, still more preferably 0.08 mass% or less, still more preferably 0.06 mass%
or less, still further more preferably 0.04 mass% or less, most preferably 0.02 mass% or less. Such a low level of the

adhesion rate of the adhered substances cannot be achieved by a conventional wet-laid method. It is difficult to lower

the adhesive rate of the adhered substances by treating a wet-laid fibers web which contains the adhered surface-

55 active agents and sizing and carries powder materials, for example, by a water jet.

[0044] When the adhesion rate of the adhered substances is very low in the powders-affixed nonwoven fabric of the

present invention, the possibility of a dropping of the adhered substances from the powders-affixed nonwoven fabric

becomes very low upon the use of the powders-affixed nonwoven fabric. This can provide various effects. For example,

6
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although a conventional nonwoven fabric may be used as a filter for physically adsorbing and removing dust materials

contained in a fluid to be treated, the filter per se, i.e., the conventional nonwoven fabric per se, generally generates

pollutants, and its role as a filter is deteriorated. On the contrary, in the powders-affixed nonwoven fabric of the present

invention or the sheet material containing at least one powders-affixed nonwoven fabric layer of the present invention,

5 the adhered substances are present in a small amount. Therefore, the possibility of the dropping of the adhered sub-

stances is very low, and the powders-affixed nonwoven fabric of the present invention or the sheet material of the

present invention may be preferably used as a filter.

[0045] The adhesion rate of the adhered substances means a percentage of a mass of the adhered substances to

a mass of the powders-affixed nonwoven fabric, namely, a value calculated from the equation (1 ):

10

A = (ms/mf) x 100 (1)

wherein A denotes the adhesion rate (%), ms denotes a mass (g) of the adhered substances, and mf denotes a mass
15 (g) of the powders-affixed nonwoven fabric.

[0046] The term "adhered substances" as used herein includes an extract (hereinafter referred to as a hot-water

extract) obtained by dipping the powders-affixed nonwoven fabric in hot water at, for example, 80 to 100 °C for 15

minutes; and an extract (hereinafter referred to as a hot-methanol extract) obtained by dipping the powders-affixed

nonwoven fabric in hot methanol for 15 minutes. The hot-water extract is, for example, a sizing agent, such as acry-

20 lamide, sodium polyacrylate, sodium polyalginate, polyethylene oxide, methylcellulose, carboxymethylcellulose, hy-

droxymethy(cellulose, or polyvinyl alcohol. The hot-methanol extract is, for example, a surface-active agent, i.e., a

compound having one or more hydrophilic groups and one or more lipophilic groups, such as a nonionic surface-active

agent.

[0047] The fibers, such as the fine short fibers and thick fibers, forming the powders-affixed nonwoven fabric of the

25 present invention and/or the powder materials are bonded preferably by a fusion thereof. This is because the dropping

of the powder materials can be more effectively prevented.

[0048] The powders-affixed nonwoven fabric of the present invention may be a unilayered fabric or contain two or

more fine-short-fibers-dispersed layers containing the powder materials affixed thereto. When the fabric contains two

or more fine-short-fibers-dispersed layers containing the powder materials affixed thereto, various characteristics may
30 be imparted. For example, a powders-affixed nonwoven fabric formed from a powders-affixed nonwoven fabric layer

wherein the affixed powder material is an ion exchange resin, and a powders-affixed nonwoven fabric layer wherein

the affixed powder material is a deodorizing agent has functions of an ion exchanging property and a deodorizing

property.

[0049] Even if the powders-affixed nonwoven fabric of the present invention is composed only ofthe powders-affixed

35 nonwoven fabric layer wherein the powder materials are bonded to the fibers, the falling of the powder materials are

sufficiently prevented in a practical use. If the falling of a very small amount of the powder materials must be prevented,

however, it is preferable that the powders-affixed nonwoven fabric of the present invention further contains a layer free

of the powder materials, such as a layer preventing the powder materials from falling on surfaces where the falling

must be prevented, on at least one surface.

40 [0050] The powders-falling-preventing layer is not particularly limited, so long as it has the function to prevent the

falling of the powder materials, but is preferably composed of a nonwoven fabric prepared from a fiber web formed by

fine short fibers having a fiber diametersame as or smaller than that of the fine short fibers forming the powders-affixed

nonwoven fabric layer, i.e., 4 uxn or less, although the fiber diameters vary with the average particle diameters of the

powder materials affixed thereto. The nonwoven fabric for the powders-falling-preventing layer maintains its shape as

45 the nonwoven fabric, for example, by a fusion of the fine short fibers. The nonwoven fabric for the powders-falling-

preventing layer may be prepared, for example, by a method for preparing the powders-affixed nonwoven fabric layer

as mentioned below, except that the powder materials are not supplied; or a method wherein a fiber web is prepared

by a conventional wet-laid method, and then, the fiberweb is bonded by the fusibility of the fine short fibers, or entangled

by a fluid stream, such as a water jet, or treated by a combination thereof.

50 [0051] Further, depending of the average powder diameters of the powder materials used, the powders-falling-pre-

venting layerwhich may be used is a nonwoven fabric prepared by a melt-blown method, or a nonwoven fabric prepared

by forming a fiber web containing mechanically dividable fibers by a dry-laid or wet-laid method, and entangling the

fiber web by a fluid stream, such as a water jet.

[0052] A mass per unit area of the powders-falling-preventing layer may vary with the kind of the fibers forming the

55 powders-falling-preventing layer or the structu re thereof, or the average particle diameter of the powder materials, and

thus is not particularly limited. The powders-falling-preventing layer having a mass per unit area of 1 g/m2 or more

does not have any problem in a practical use.

[0053] The powders-affixed nonwoven fabric of the present invention contains the fine short fibers and the powder
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materials, and thus exhibits various excellent characteristics. Therefore, the powders-affixed nonwoven fabric of the

present invention, or the sheet material containing at least one powders-affixed nonwoven fabric layer of the present

invention, may be used in many applications, for example, as a sheet for decomposing ozone in an electrophotography

apparatus, deodorization in a lavatory, a generator of ozone, or the like; an ion exchanging sheet for an apparatus for

5 purifying ion exchange water or the like; a catalyst sheet for a car, a chemical reaction apparatus, or the like; an

deodorizing sheet for daily goods, sanitary goods, a filter, shoes, or the like; fiber reinforced plastics (FRP) or a sheet

molding compound (SMC); or a refractory board or the like.

[0054] The powders-affixed nonwoven fabric of the present invention may be produced by, for example, the following

method.

w [0055] In the first place, the powder materials, and the aggregates (particularly, bundled aggregates) of fine short

fibers having a fiber diameter of 4 um or less and a fiber length of 3mm or less, or a group of the aggregates (particularly,

the bundled group of the bundled aggregates), and/or mechanically dividable fibers capable of generating fine short

fibers having a fiber diameter of 4 um or less and a fiber length of 3 mm or less, or aggregates (particularly, bundled

aggregates) of the mechanically dividable fibers are prepared. When the adhesion rate of the substances adhered to

is the fine-short-fibers aggregates used or the group thereof, and/or the mechanically dividable fibers used or the aggre-

gates thereof is 0.5 mass% or less (preferably 0.3 mass% or less, more preferably 0.1 mass% or less, still more

preferably 0.08 mass% or less, still more preferably 0.06 mass% or less, still more preferably 0.04 mass% or less,

most preferably 0.02 mass% or less), the powders-affixed nonwoven fabric of the present invention may be easily

produced.

20 [0056] The fine-short-fibers aggregates with a low adhesion rate or the group thereof with a low adhesion rate, or

the mechanically dividable fibers with a low adhesion rate or the aggregates thereof with a low adhesion rate may be

prepared, for example, by washing commercially available fine-fibers aggregates or the group thereof, or the mechan-

ically dividable fibers or the aggregates thereof with a solvent such as acetone to a level of 0.5 mass% or less with

respect to the adhesion rate. Alternatively, the fine-short-fibers aggregates with a low adhesion rate or the group thereof

25 with a low adhesion rate may be prepared, for example, by extracting and removing sea component from islands-in-

sea type fibers or the group thereof obtained by a composite spinning method or a melt blend spinning method. Further,

the adhesion rate of the resulting aggregates or the group thereof may be lowered by washing with a solvent such as

acetone after extracting and removing the sea component from the islands-in-sea type fibers. When the adhered sub-

stances are removed, static electrical charges are prone to be generated on the surfaces of the fine short fibers, and

30 the fine short fibers are easily dispersed due to an electrical repulsion between the fine short fibers.

[0057] When the fine short fibers in the fine-short-fibers-aggregates or the group thereof used are in an entangled

state, a uniform dispersion of the fine short fibers would become difficult even by an action of a compressed gas as

mentioned below, orthe fine shortfibers must be treated with the compressed gas many times. Therefore, it is preferable

to use the aggregates wherein the fine short fibers are not entangled, or the group of such aggregates. For example,

35 it is preferable not to use fine short fibers aggregates prepared by beating mechanically dividable fibers by a beater,

pulps beaten by a beater, or fine short fibers aggregates prepared by a flash spinning method, because the fine short

fibers are entangled to each other. Further, it is possible to use the mechanically dividable fibers capable of generating

fine short fibers having a fiber diameter of4 um or less and a fiber length of 3 mm or less by an action of the compressed

gas, or aggregates of the mechanically dividable fibers, such as whole aromatic polyamide short fibers or the aggre-

40 gates thereof , or cellulose short fibers prepared by a solvent extraction method, orthe aggregates thereof. Furthermore,

it is preferable that the thick fibers or the aggregates thereof used are washed with acetone or the like to prepare the

thick fibers or the aggregates thereof with a lower adhesion rate.

[0058] Thereafter, the fine-short-fibers aggregates or the group thereof, and/or the mechanically dividable fibers or

the aggregates thereof, and optionally the thick fibers or the aggregates thereof, are supplied together with the powder

45 materials to a nozzle while an action of the compressed gas is applied to the fine-short-fibers aggregates or the group

thereof, and/or the mechanically dividable fibers or the aggregates thereof, and optionally the thick fibers or the ag-

gregates thereof, so that they are ejected from the nozzle to a gas to thereby divide and disperse the fine short fibers

from the fine-short-fibers aggregates or the group thereof, and/or divide the mechanically dividable fibers or the ag-

gregates thereof into the fine short fibers, and dispersing the resulting fine short fibers. When the thick fibers or the

so aggregates thereof are used, they are supplied to a nozzle to thereby disperse the thick fibers, or divide and disperse

the thick fibers from the aggregates. At the same time, the powder materials are also dispersed.

[0059] Preferably, the gas stream supplied to the nozzle is substantially a laminar flow. When the gas stream supplied

to the nozzle is substantially a laminar flow, the fine short fibers are rarely entangled, and thus are easily dispersed.

In general, the fine short fibers passed through the nozzle are prone to be entangled, if the fiber diameter of the fine

55 short fibers passed through the nozzle is as thin as 4 urn or less, particularly 2 um or less, and thus have a low rigidity,

i.e., high pliability, the fine short fibers are in the form of the bundled aggregates or the group of the bundled aggregates,

particularly, the bundled aggregates derived from the island components of the islands-in-sea type fibers, particularly

the group of such bundled aggregates, or the fine short fibers are composed of the organic materials, and thus have
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a low rigidity, i.e., a high pliability. Nevertheless, the entanglement of such fine short fibers may be inhibited, using the

gas stream in the form of a substantially laminar flow. The substantially laminar flow may be generated by using a

Venturi tube as the nozzle.

[0060] The nozzle may have a constant cross-sectional area in a direction of flow from the supplier to the ejecting

5 opening. Alternatively, the cross-sectional area may be continuously or discontinuously increased or decreased in the

direction of flow; or continuously or discontinuously increased and then decreased, or continuously or discontinuously

decreased and then increased in the direction of flow. Further, the ejected fine-fibers aggregates or the group thereof,

and/or the ejected mechanically dividable fibers or the aggregates thereof may be brought into collision with a colliding

means, such as a baffle plate, placed in front of the nozzle, to enhance the generating rate of the fine short fibers from

10 the fine-fibers aggregates or the group thereof, and/or the mechanically dividable fibers or the aggregates thereof, and

the dispersibility of the resulting fine short fibers. When the gas stream supplied to the nozzle is a substantially laminar

flow, it is preferable to use the colliding means, such as the baffle plate, for promoting the dispersion, because the

laminar flow has a poor action in the division and dispersal of the fine short fibers.

[0061 ] Any gas may be used as the compressed gas, and a compressed airmay be preferably used forthe production

*5 of the powders-affixed nonwoven fabric. A passing rate of the compressed gas at the ejecting opening of the nozzle

is preferably 100 m/sec or more, so that the compressed gas can disperse the powder materials, and sufficiently

generate the fine short fibers from the aggregates of the fine short fibers, or the groups of the aggregates, and disperse

the resulting fine short fibers, and/or sufficiently divide the mechanically dividable fibers or the aggregates thereof into

the fine short fibers, and disperse the resulting fine short fibers. The gas-passing rate is a value calculated by dividing

20 a flowing amount (m3/sec) under 1 atmosphere of the gas ejected from the nozzle by a cross-sectional area (m2) of

the ejecting opening of the nozzle. A pressure of the compressed gas is preferably 2 kg/cm2 or more, so that the

compressed gas can disperse the powder materials, and sufficiently generate the fine short fibers from the aggregates

of the fine short fibers or the group of the aggregates, and disperse the resulting fine short fibers, and/or sufficiently

divide the mechanically dividable fibers or the aggregates thereof into the fine short fibers, and disperse the resulting
*

25 fine short fibers.

[0062] The gas as a dispersing medium in which the powder materials are dispersed, and the fine-short-fibers ag-

gregates or the group thereof ejected from the nozzle are dispersed, and/or the mechanically dividable fibers or the

aggregates thereof ejected from the nozzle are divided and dispersed is not particularly limited, but preferably is an

air in view of the production of the powders-affixed nonwoven fabric.

30 [0063] When the adhesion rate of the substrates adhered to the fine-short-fibers aggregates or the group thereof,

and/or the mechanically dividable fibers or the aggregates thereof is low, static electrical charges are prone to be

generated by a friction between the nozzle and the fine-fibers aggregates or the group thereof, and/orthe mechanically

dividable fibers or the aggregates thereof. Therefore, the fine short fibers repel each other, and may be collected under

the condition that the fine short fibers are more effectively dispersed to each other.

35 [0064] Then, the dispersed powder materials, the dispersed fine short fibers, and optionally dispersed thick fibers,

are collected to form a powders-containing fiber web. The powder materials and the fine short fibers may be collected

on a support such as a perforated roll or a net. The powder materials and the fine short fibers may be collected by

allowing falling due to gravity-drop or by forcing the drop by use of suction from a position under the support. In the

latter case, a strong suction results in a powder-containing fiberweb wherein the powder materials and fine short fibers

40 are in a close adhesion; whereas a weak suction results in a bulky powder-containing fiber web.

[0065] In the present invention, the mass ratio of the fine short fibers with respect to a whole mass of the powders-

affixed nonwoven fabric may be 1 to 40 mass%. Therefore, the powders-affixed nonwoven fabric may contain a large

amount of the powder materials, and thus, the functions of the powder materials may be sufficiently expressed. The

amounts of the fine short fibers and the powder materials may be controlled by adjusting the amounts of the powder
45 materials, and the fine-short-fibers aggregates or the group thereof, and/or the mechanically dividable fibers or the

aggregates thereof supplied to the nozzle.

[0066] Subsequently, the powder materials in the powder-containing fiber web are bonded to form the powders-

affixed nonwoven fabric. The bonding method is not particularly limited, but for example, a method wherein fibers (i.

e., the fine short fibers and/or the thick fibers) or the powder materials are fused.

50 [0067] In addition to the basic process for manufacturing the powders-affixed nonwoven fabric of the present inven-

tion as above, it is preferable that, prior to the ejection of the powder materials, and fine-short-fibers aggregates or the.

group thereof, and/or the aggregates of the mechanically dividable fibers from the nozzle by the action of the com-

pressed gas, the fine-short-fibers aggregates or the group thereof are separated into smaller aggregates or the group

thereof, and/or the aggregates of the mechanically dividable fibers are separated into smaller aggregates, or dispersed,

55 mixed in a mixer or the like, to facilitate the uniform dispersion.

[0068] Further, after the formation of the powders-containing fiber web and before the bonding of the powder mate-

rials, the powders-containing fiber web may be supplied to again to the same or different nozzle, and the powder

materials and the fine short fibers re-ejected from the nozzle, re-dispersed in the gases, and re-collected to form a
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powders-containing fiber web. Such a procedure may be repeated.

[0069] tt is possible to use jointly the fine-fibers aggregates or the group thereof, the mechanically dividable fibers

or the aggregates thereof, and/or the aggregates of the thick fibers so that the resulting powders-affixed nonwoven

fabric contains two or more kinds of fine short fibers and/or thick fibers having different fiber diameters. Further, the

5 fine-short-fibers aggregates or the group thereof containing two or more kinds of fibers different from each other with

respect to a fiber diameter, the mechanically dividable fibers or the aggregates thereof capable of generating two or

more kinds of fibers different from each other with respect to a fiber diameter, and/or the thick fibers or the aggregates

thereof containing two or more kinds of fibers different from each other with respect to a fiber diameter may be supplied

to the nozzle while continuously or discontinuously varying a combination thereof, so that the powders-affixed nonwo-

io ven fabric containing layers or regions having various apparent densities in a thickness direction of the powders-affixed

nonwoven fabric may be prepared. Further, two or more kinds of the powder materials different from each other with

respect to the average particle diameter and/or the composition may be supplied to the nozzle while continuously or

discontinuously varying the combined amount thereof.

[0070] The powders-affixed nonwoven fabric containing the powders-falling-preventing layer as above, or the sheet

15 material containing the powders-affixed nonwoven fabric layer and the powders-falling-preventing layer as above, may
be prepared by ejecting aggregates (particularly, bundled aggregates) of fine short fibers, or a group of the aggregates

(particularly, bundled groups of plural bundled aggregates), and/or mechanically dividable fibers capable of generating

fine short fibers, or aggregates (particularly, bundled aggregates) of the mechanically dividable fibers, without powder

materials, from a nozzle into a gas by an action of a compressed gas, as in the above-mentioned method; collecting

20 the dispersed fine short fibers to form a fiber web composed of the fine short fibers; forming a nonwoven fabric as the

powders-falling-preventing layer by fusibility of the fine short fibers or entanglement with a fluid stream, such as a water

jet, or a combination thereof; collecting the fine short fibers and the powder materials on the resulting nonwoven fabric

as the powders-falling-preventing layer as in the above process; and then bonding the powder materials. When the

nonwoven fabric layers composed of the fine short fibers are desired on both sides of the powders-affixed nonwoven

25 fabric layer, another nonwoven fabric (as the powders-falling-preventing layer) composed of the fine short fibers is

formed on the powders-affixed nonwoven fabric layer after the above process for preparing the powders-affixed non-

woven fabric containing the powders-falling-preventing layer, or the sheet material containing the powders-affixed non-

woven fabric layer and the powders-falling-preventing layer.

[0071] Alternatively, the powders-affixed nonwoven fabric containing the powders-falling-preventing layer, or the

30 sheet material containing the powders-affixed nonwoven fabric layer and the powders-falling-preventing layer may be

prepared by (1) forming a nonwoven fabric (i) by preparing a fiber web from fine short fibers by a conventional wet-

laid method, and then bonding by a fusibility of the fine short fibers, entanglement by a fluid stream, such as a water

jet, or a treatment of a combination thereof, or (ii) by a melt-blown method, or (iii) by forming a fiber web composed of

mechanically dividable fibers by a dry-laid or wet-laid method, and then, entangling the fiber web by a fluid stream,

35 such as a water jet, (2) collecting the fine short fibers and the powder materials on the resulting nonwoven fabric as

the powders-falling-preventing layeras in the above process; and (3) affixing the powder materials. When the nonwoven

fabric layers (the powders-falling-preventing layers) are desired on both sides of the powders-affixed nonwoven fabric

layer, another nonwoven fabric same as the above nonwoven fabric which serves as the powders-falling-preventing

layer is laminated and integrated. When the powders-falling-preventing layers are provided on both sides of the pow-

40 ders-affixed nonwoven fabric layer, the two powders-falling-preventing layers may be same as or different from each

other with respect to the structures and the materials.

[0072] When collecting the dispersed fine short fibers and dispersed powder materials to form the powders-containing

fiber web, the fine short fibers and the powder materials may be collected on a reinforcing material such as threads,

a net, a woven fabric, a knitted fabric, a fiber web, or a usual nonwoven fabric, to form a laminate. The powders-affixed

45 nonwoven fabric of the present invention may be enhanced with respect to the strength by forming the above laminate,

and thus, may be used in applications to which strength is required. Alternatively, the laminate can be produced by

forming the powders-affixed nonwoven fabric of the present invention and then laminating the resulting powders-affixed

nonwoven fabric and a reinforcing material such as threads, a net, a woven fabric, a knitted fabric, a fiber web, a usual

nonwoven fabric, or a film, to obtain the above advantages.

so [0073] The apparatus for manufacturing the powders-affixed nonwoven fabric of the present invention will be de-

scribed hereinafter referring to Figure 1 schematically illustrating an embodiment thereof. In this connection, the ap-

paratus will be explained when the aggregates (particularly, the bundled aggregates) of fine short fibers having a fiber

diameter of 4 uxn or less and a fiber length of 3 mm or less are used.

[0074] The powder materials and the fine short fibers having a fiber diameter of 4 \xm or less and a fiber length of 3

55 mm or less are incorporated into a mixing apparatus (such as a mixer) 1 0 in the form of the bundled aggregates of the

fine short fibers aggregates, optionally together with the thick fibers or the aggregates thereof. In the mixing apparatus

10, the bundled aggregates are divided into smaller bundled aggregates, or the fine short fibers are dispersed, loos-

ened, or mixed.
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[0075] The loosened fine short fibers and/or bundled aggregates (and optionallythe thick fibers and/orthe aggregates

thereof) or those mixed with the powder materials are supplied from the mixing apparatus 10 via a supplying tube 11

to a nozzle 30. An appropriate conveying gas from a conveying-gas supplying apparatus (not shown) placed on the

mixing apparatus 10 may be used. A compressed gas is introduced from a compressed-gas inlet 20 into the supplying

5 tube 1 1 at an inside position from and near to the nozzle 30. By an action of the compressed gas, bundled aggregates

(and optionally the thick fibers and/or the aggregates thereof) are conveyed together with the powder materials 70a

from the mixing apparatus 10 via the supplying tube 11 to the nozzle 30, and vigorously ejected from the nozzle 30

into a gas 40a in a dispersing chamber 40. Upon the ejection into the gas 40a, the fine short fibers 70 are generated

from the bundled aggregates and dispersed together with the powder materials 70a in the dispersing chamber 40, by

10 an interaction of a difference of an atmospheric pressure in the nozzle 30 and that in the gas 40a, and a turbulent flow

formed between the ejected compressed gas and the gas 40a. Further, the division and the dispersion of the fine short

fibers 70 ejected from the nozzle 30 and the dispersion of the powder materials 70a ejected therefrom are facilitated

by bringing the powder materials 70a and the fine short fibers 70 into collision with a wall 45 of the dispersing chamber

40. The wall 45 serves as a colliding means. Further, a colliding means, such as a baffle plate, can be located between
is the ejecting opening of the nozzle 30 and the wall 45. A distance between the ejecting opening of the nozzle 30 and

a flat region in the colliding means to be used for the collision is preferably 1 to 100 mm, more preferably 5 to 40 mm,
still more preferably 5 to 30 mm, still more preferably 1 0 to 30 mm, most preferably 1 0 to 20 mm.
[0076] The fine short fibers 70 and the powder materials 70a dispersed in the gas 40a in the dispersing chamber 40

fall down in the dispersing chamber40 and are collected on a support 50 of a net mounted on a bottom of the dispersing

20 chamber 40 to form a powders-containing fiber web 80. In the manufacturing apparatus used in the present invention

as shown in Fig. 1 , a gas suction apparatus 60 can be placed under the support 50 mounted on the bottom of the

dispersing chamber 40 to suck the gas 40a in the dispersing chamber 40 and facilitate the collection of the fine short

fibers 70 and the powder materials 70a. The inside of the dispersing chamber 40 may be or may not be hermetically

sealed from the outside.

25 [0077] The support 50 for collecting the powders-containing fiber web 80 thereon is a rotating endless belt which

conveys the powders-containing fiber web 80 to supplying tubes 12, 13 in a direction of an arrow a in Fig. 1 . Then, the

powders-containing fiber web 80 is similarly supplied via supplying tubes 12, 13 to nozzles 31, 32. The powders-

containing fiber web may be re-supplied to two nozzles as shown in Rg. 1 , or to one nozzle or three or more nozzles.

Alternatively, when a sufficient dispersion is achieved, the powders-containing fiber web may be directly conveyed to

30 a thermal fusing apparatus 90 as mentioned below.

[0078] A compressed gas is also introduced from compressed-gas inlets 21 , 22 into each of the supplying tubes 12,

13 at an inside position from and near to each of the nozzles 31 , 32. By an action of the compressed gases, the fine

short fibers (and optionally the thick fibers) and the powder materials supplied from the powders-containing fiber web
80 are conveyed via the supplying tubes 12, 13 to the nozzles 31 , 32, and vigorously ejected from the nozzles 31 , 32

35 into gases 41a, 42a in dispersing chambers 41 , 42, respectively. Upon the ejections, the fine short fibers 71 , 72 and

the powder materials 71a, 72a are uniformly dispersed, respectively. Further, the dispersion of each of the fine short

fibers 71 , 72 and the powder materials 71 a, 72a ejected from the nozzles 31 , 32 is facilitated by bringing the fine short

fibers 71 , 72 and the powder materials 71a, 72a into collision with walls 46, 47 of the dispersing chambers 41 , 42,

respectively. The wails 46, 47 serve as a colliding means. Further, colliding means can be located between the ejecting

40 openings of the nozzles 31 , 32 and the walls 46, 47.

[0079] The fine short fibers 71 , 72 and the powder materials 71 a, 72a dispersed in the gases 41 a, 42a in the dispersing

chambers 41 , 42 fall down in the dispersing chambers 41 , 42, respectively and are collected on a support 51 of a net

mounted on the bottoms of the dispersing chambers 41 , 42. More particularly, the fine short fibers 71 and the powder

materials 71a dispersed in the gas 41a in the dispersing chamber 41 fall down in the dispersing chamber 41 and are

45 collected on the support 51 to form a unilayered powders-containing fiber web 81 . Then, the unilayered powders-

containing fiber web 81 is conveyed by a rotating endless belt support 51 to the dispersing chamber 42 in a direction

of an arrow b in Fig. 1 . The fine short fibers 72 and the powder materials 72a dispersed in the gas 42a in the dispersing

chamber 42 fall down in the dispersing chamber 42 and are collected on the unilayered powders-containing fiber web
81 carried on the support 51 to form a laminated powders-containing fiber web 82. The resulting laminated powders-

50 containing fiber web 82 does not have a clear bilayered structure, because the fine short fibers and powder materials

of the unilayered powders-containing fiber web 80 are re-dispersed.

[0080] In the manufacturing apparatus used in the present invention as shown in Fig. 1 , a gas suction apparatus 61

can be placed under the support 51 which is mounted on the bottoms of the dispersing chambers 41 , 42 to suck the

gases 41a, 42a in the dispersing chambers 41 , 42 and facilitate the collection of the fine short fibers 71 , 72 and the

55 powder materials 71 a, 72a. The support 51 and the gas suction apparatus 61 can be placed for a plurality of dispersing

chambers as shown in Fig. 1 , but may be placed for each of a plurality of dispersing chambers, respectively.

[0081 ] Thereafter, the laminated powders-containing fiber web 82 is conveyed by the endless belt support 51 to the

thermal fusing apparatus 90 where the fine short fibers and/or the powder materials, and optionally the thick fibers,
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are fused by an action of heat to form a powders-affixed nonwoven fabric 83. The resulting powders-affixed nonwoven

fabric 83 is reeled up on a reeling machine 1 00.

[0082] The sheet material of the present invention comprises at least one layer of the above-mentioned powders-

affixed nonwoven fabric. That is, the sheet material of the present invention may be a unilayered sheet composed only

5 of the above-mentioned powders-affixed nonwoven fabric layer, or may contain one or more layers of the above-

mentioned powders-affixed nonwoven fabric, and one or more layers preventing the powder materials from falling or

one or more reinforcing layers. The reinforcing layer may be, for example, a thread layer, a net layer, a woven fabric

layer, a knitted fabric layer, a fiber web layer, or a usual nonwoven fabric layer. The sheet material comprising the

powders-affixed nonwoven fabric layer and the reinforcing layer may be produced, for example, by collecting the pow-

io ders-containing fiber web on the reinforcing layer, and then bonding the powders-containing fiber web with the rein-

forcing layer while forming the powders-affixed nonwoven fabric layer, or by bonding the powders-affixed nonwoven

fabric layer and the reinforcing layer by an appropriate bonding means.

[0083] The sheet material of the present invention contains the powders-affixed nonwoven fabric layer, and may be

used in many applications, in utilizing various properties of the powder materials, for example, as a sheet for decom-

15 posing ozone in an electrophotography apparatus, deodorization in a lavatory, a generator of ozone, or the like; an ion

exchanging sheet for an apparatus for purifying ion exchange water or the like; a catalyst sheet for a car, a chemical

reaction apparatus, or the like; an deodorizing sheet for daily goods, sanitary goods, a filter, shoes, or the like; fiber

reinforced plastics (FRP) or a sheet molding compound(SMC); or a refractory board or the like.

20 EXAMPLES

[0084] The present invention will now be further illustrated by, but is by no means limited to, the following Examples.

Example 1

25

[0085] Islands-in-sea type fibers (fineness = 1 .7 dtex) having 25 island components of polypropylene in a sea com-

ponent of polylactic acid were prepared by a composite spinning method, and cutto a fiber length of 1 mm. The resulting

islands-in-sea type fibers were dipped in a 1 0 mass% aqueous solution of sodium hydroxide, and the sea component

of polylactic acid was extracted and removed by hydrolysis. Then, the product was air-dried to obtain bundled aggre-

30 gates of polypropylene fine short fibers (a fiber diameter = 2 urn; a fiber length = 1 mm; adhesion rate of adhered

substances = less than 0.02 mass%), hereinafter referred to as fine short fibers A. The resulting fine short fibers A
were drawn but not fibriHated. Each of fine shortfibers A had substantially thesame diameter in an axial direction thereof.

[0086] Islands-in-sea type fibers (fineness = 1 .7 dtex) having 25 island components of high-density polyethylene and

polypropylene in a sea component of polylactic acid were prepared by a composite spinning method, and cut to a fiber

35 length of 1 mm. The resulting islands-in-sea type fibers were dipped in a 10 mass% aqueous solution of sodium hy-

droxide, and the sea component of polylactic acid was extracted and removed by hydrolysis. Then, the product was

air-dried to obtain bundled aggregates of the islands-in-sea type fine short fibers B (a fiber diameter = 2 uxn; a fiber

length = 1 mm; adhesion rate of adhered substances = less than 0.02 mass%; sectional shape = circle, and islands-

in-sea type) wherein polypropylene components were scatteringly present in high-density polyethylene. The resulting

40 fine fibers B were drawn but not fibrillated. Each of fine fibers B had substantially the same diameter in an axial direction

thereof.

[0087] As the powder materials, activated carbon powders having an average particle size of 6 urn were used.

[0088] Thereafter, the powders-affixed nonwoven fabric of the present invention was produced by an apparatus

similar to the manufacturing apparatus of the present invention as shown in Fig. 1 . More particularly, the bundled

45 aggregates of the fine short fibers A, the bundled aggregates of the islands-in-sea type fine short fibers B, and the

activated carbon powders were charged into the mixer 10 at a mass ratio of 10:5:85, and loosened and mixed. The

mixture was supplied to a Venturi tube with a truncated cone shape having a cross-sectional circular shape at an

ejecting opening (diameter = 8.5 mm) and a cross-sectional circular shape at a supplying side (diameter = 3 mm), and

a laminar compressed air (pressure = 6 kg/cm2) was introduced from the compressed-gas inlet at an inside position

so near to the Venturi tube. The mixture was ejected from the Venturi tube to the air at dispersing chamber and the

activated carbon powders, the fine short fibers A, and the islands-in-sea type fine short fibers B were brought into

collision with a baffle plate placed in front of the Venturi tube, and dispersed. The distance between the baffle plate

and the ejecting opening of the Venturi tube was 15 mm. The gas-passing rate at the ejecting opening of the Venturi

tube was 118 m/s.

55 [0089] Subsequently, the dispersed activated carbon powders, the fine short fibers A, and the islands-in-sea type

fine short fibers B were collected on a nonwoven fabric substrate (a spun-bonded nonwoven fabric of polyester fibers;

a mass per unit area = 30 g/m2) placed on the support of a net, while the air was sucked at a suction rate of 2 rr^/min

by a suction box located under the support.
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[0090] Then, the spun-bonded nonwoven fabric substrate carrying the powders-containing fiber web thereon was

conveyed to an oven at 130 °C and heated for 3 minutes, to obtain a laminated nonwoven fabric (mass per unit area

= 70 g/m2 ; thickness = 1 .2 mm) containing the powders-affixed nonwoven fabric layer and the spun-bonded nonwoven

fabric substrate. In the resulting powders-affixed nonwoven fabric layer of the laminated nonwoven fabric, the fine short

5 fibers A and the islands-in-sea type fine short fibers B were entangled in such a manner that the activated carbon

powders were surrounded thereby. Further, the polypropylene fine short fibers A and the islands-in-sea type fine short

fibers B were fused by the high-density polyethylene, and the islands-in-sea type fine short fibers and activated carbon

powders were fused by the high-density polyethylene.

[0091] The spun-bonded nonwoven fabric substrate was removed from the laminated nonwoven fabric, and the

io properties of the powders-affixed nonwoven fabric layer were determined. The powders-affixed nonwoven fabric layer

had a mass per unit area of 40 g/m2; thickness of 1 .1 mm; and an apparent density of 0.036 g/cm3 . A mass ratio of

the fine short fibers A, B were 1 5 mass%. The adhesion rate of adhered substances, i.e., a percentage of total masses

of the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot water for 15 minutes

and the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot methanol for 15

15 minutes to a mass of the powders-affixed nonwoven fabric layer, was less than 0.02 mass%.

[0092] A filter unit was prepared by a pleat-processing of the laminated nonwoven fabric containing the powders-

affixed nonwoven fabric layer and the spun-bonded nonwoven fabric substrate. A pleat height was 20 mm and a pitch

was 2 mm. An air containing 25 ppm toluene was passed through the filter unit at a wind velocity of 14 cm/sec. A
removing rate of toluene at an exit of the fitter unit was more than 99%, and the filter unit exhibited a high deodorizing

20 performance. Further, no dropping of the activated carbon powders was observed when the laminated nonwoven fabric

was vibrated.

Example 2

25 [0093] The bundled aggregates of the fine short fibers A and the bundled aggregates of the islands-in-sea type fine

short fibers B were prepared as in Example 1 . Further, electrolytic manganese dioxide powders having an average

particle size of 3 jim were used as the powder materials.

[0094] Thereafter, as in Example 1 , the powders-affixed nonwoven fabric of the present invention was produced by

an apparatus similar to the manufacturing apparatus as shown in Fig. 1 . More particularly, the bundled aggregates of

30 the fine short fibers A, the bundled aggregates of the islands-in-sea type fine short fibers B, and the electrolytic man-

ganese dioxide powders were charged into the mixer at a mass ratio of 6:9:85, and loosened and mixed. The mixture

was supplied to the nozzle having an orifice with a continuously narrowing cross-sectional circular shape (diameter at

an ejecting opening = 3.2 mm), and at the same time, a laminar compressed air (pressure = 6 kg/cm2) was introduced

from the compressed-gas inlet at an inside position near to the nozzle. The mixture was ejected from the nozzle to the

35 air at the dispersing chamber and the polypropylene fine short fibers A, islands-in-sea type fine short fibers B, and the

electrolyticmanganese dioxide powderswere dispersed in the dispersing chamber. The gas-passing rate at the ejecting

opening of the nozzle was 1 600 m/s.

[0095] Subsequently, the dispersed electrolytic manganese dioxide powders, the fine short fibers A, and the islands-

in-sea type fine short fibers B were collected on a nonwoven fabric substrate (a spun-bonded nonwoven fabric of

40 polyester fibers; a mass per unit area = 30 g/m2) placed on the support of a net, while the air was sucked at a suction

rate of 2 m3/min by a suction box located under the support.

[0096] Then, the spun-bonded nonwoven fabric substrate carrying the powders-containing fiber web thereon was
conveyed to an oven at 130 °C and heated for 3 minutes, to obtain a laminated nonwoven fabric (mass per unit area

= 90 g/m2 ; thickness - 1 .0 mm) containing the powders-affixed nonwoven fabric layer and the spun-bonded nonwoven
45 fabric substrate. In the resulting powders-affixed nonwoven fabric layer of the laminated nonwoven fabric, the polypro-

pylene fine short fibers A and the islands-in-sea type fine short fibers B were entangled in such a manner that the

electrolytic manganese dioxide powders were surrounded thereby. Further, the polypropylene fine short fibers A and

the islands-in-sea type fine short fibers B were fused by the high-density polyethylene, and the islands-in-sea type fine

short fibers B and electrolytic manganese dioxide powders were fused by the high-density polyethylene.

50 [0097] The spun-bonded nonwoven fabric substrate was removed from the laminated nonwoven fabric, and the

properties of the powders-affixed nonwoven fabric layer were determined. The powders-affixed nonwoven fabric layer

had a mass per unit area of 60 g/m2 ; thickness of 0.9 mm; and an apparent density of 0.067 g/cm3 . A mass ratio of

the fine short fibers A, B were 15 mass%. The adhesion rate of adhered substances, i.e., a percentage of total masses

of the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot water for 15 minutes

55 and the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot methanol for 15

minutes to a mass of the powders-affixed nonwoven fabric layer, was less than 0.02 mass%.

[0098] The laminated nonwoven fabric containing the powders-affixed nonwoven fabric layer and the spun-bonded

nonwoven fabric substrate was pressed with an area calender (130 °C) to a thickness of 0.3 mm, and corrugated. A
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wave height was 2 mm and a pitch was 1 .5 mm. An ozone gas at 1 0 ppm was passed through the corrugated product.

A concentration of ozone at an exit of the corrugated product was less than 0.1 ppm, and the corrugated product

exhibited an excellent property to decompose ozone. Further, no dropping of the electrolytic manganese dioxide pow-

ders was observed when the laminated nonwoven fabric was vibrated.

5

Example 3

[0099] Islands-in-sea type fibers (fineness = 2.3 dtex) having 61 island components of crystalline polystyrene in a

sea component of polyester copolymer were prepared by a composite spinning method, and cut to a fiber length of

10 0.5 mm. The resulting islands-in-sea type fibers were dipped in a 1 0 mass% aqueous solution of sodium hydroxide,

and the sea component of polyester copolymer was extracted and removed by hydrolysis. Then, the product was air-

dried to obtain bundled aggregates of crystalline polystyrene fine short fibers (a fiber diameter = 1 .1 urn; a fiber length

= 0.5 mm; adhesion rate of adhered substances = less than 0.02 mass%), hereinafter referred to as fine short fibers

C. The resulting fine short fibers C were drawn but not fibriHated. Each of fine short fibers C had substantially the same
15 diameter in an axial direction thereof.

[01 00] The bundled aggregates of the islands-in-sea type fine short fibers B were prepared as in Example 1 . Further,

spherical alumina powders having an average particle size of 25 urn were used as the powder materials.

[0101] Thereafter, the powders-affixed nonwoven fabric of the present invention was produced by an apparatus

similar to the manufacturing apparatus as shown in Fig. 1 . More particularly, the bundled aggregates of the fine short

20 fibers C, the bundled aggregates of the fine short fibers B, and the spherical alumina powders were charged into the

mixer at a mass ratio of 1 :1 :98, and loosened and mixed. The mixture was supplied to the nozzle having an orifice with

a continuously narrowing cross-sectional circular shape (diameter at an ejecting opening = 3.2 mm), and at the same

time, a laminar compressed air (pressure = 6 kg/cm2) was introduced from the compressed-gas inlet at an inside

position near to the nozzle. The mixture was ejected from the nozzle to the air at the dispersing chamber and the

25 crystalline polystyrene fine short fibers C, the islands-in-sea type fine short fibers B, and the spherical alumina powders

were dispersed in the dispersing chamber. The gas-passing rate at the ejecting opening of the nozzle was 1600 m/s.

[0102] Subsequently, the dispersed spherical alumina powders, the crystalline polystyrene fine short fibers C, and

the islands-in-sea type fine short fibers B were collected on a nonwoven fabric substrate (a spun-bonded nonwoven

fabric of polyester fibers; a mass per unit area = 30 g/m2) placed on the support of a net, while the air was sucked at

30 a suction rate of 2 rrrVmin by a suction box located under the support.

[0103] Then, the spun-bonded nonwoven fabric substrate carrying the powders-containing fiber web thereon was
conveyed to an oven at 130 °C and heated for 3 minutes, to obtain a laminated nonwoven fabric (mass per unit area

= 410 g/m2; thickness = 0.55 mm) containing the powders-affixed nonwoven fabric layer and the spun-bonded non-

woven fabric substrate. In the resulting powders-affixed nonwoven fabric layer of the laminated nonwoven fabric, the

35 crystalline polystyrene fine short fibers and the islands-in-sea type fine short fibers were entangled in such a manner

that the spherical alumina powders were surrounded thereby. Further, the crystalline polystyrene fine short fibers C
and the islands-in-sea type fine short fibers B were fused by the high-density polyethylene in the islands-in-sea type

fine short fibers B, and the islands-in-sea type fine short fibers B and spherical alumina powders were fused by the

high-density polyethylene.

40 [0104] The spun-bonded nonwoven fabric substrate was removed from the laminated nonwoven fabric, and the

properties of the powders-affixed nonwoven fabric layer were determined. The powders-affixed nonwoven fabric layer

had a mass per unit area of 380 g/m2 ; thickness of 0.45 mm; and an apparent density of 0.844 g/cm3 . A mass ratio of

the fine short fibers B, C were 2 mass%. The adhesion rate of adhered substances, i.e., a percentage of total masses

of the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot water for 15 minutes

^5 and the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot methanol for 15

minutes to a mass of the powders-affixed nonwoven fabric layer, was less than 0.02 mass%.

[0105] Four powders-affixed nonwoven fabric layers were laminated, and pressed by a heat press at 130 °C under

a pressure of 50 kg/cm2, to obtain a pliable sheet (a mass per unit area = 1520 g/rn2 ; thickness = 0.75 mm; apparent

density = 2.03 g/cm3) having a high packing ratio of the alumina powders and a high thermal conductivity. The alumina

50 powders did not drop from the pliable sheet. The pliable sheet had excellent handling properties and strength.

Example 4

[0106] Commercially available polyester fine short fibers (a fiber diameter = 3.2 um; a fiber length = 3.0 mm; Teijin)

55 were dipped in acetone, and a textile oil adhered to the surfaces of the fibers was extracted and removed. The bundled

aggregates of the fine short fibers A, and the bundled aggregates of the fine short fibers B were prepared as in Example

1 . Further, spherical alumina powders having an average particle size of 25 urn were used as the powder materials.

[0107] Thereafter, the powders-affixed nonwoven fabric of the present invention was produced by an apparatus
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similar to the manufacturing apparatus as shown in Fig. 1. More particularly, the polyester fine short fibers, the bundled

aggregates of the fine short fibers A, the bundled aggregates of the islands-in-sea type fine short fibers B, and the

spherical alumina powders were charged into the mixer at a mass ratio of 2:2:4:92, and loosened and mixed. The

mixture was supplied to the nozzle having an orifice with a continuously narrowing cross-sectional circular shape (di-

5 ameter at an ejecting opening = 32 mm), and at the same time, a laminar compressed air (pressure = 6 kg/cm2) was

introduced from the compressed-gas inlet at an inside position near to the nozzle. The mixture was ejected from the

nozzle to the air at the dispersing chamber and the polyester fine short fibers, fine short fibers A, islands-in-sea type

fine short fibers B, and the spherical alumina powders were dispersed in the dispersing chamber. The gas-passing

rate at the ejecting opening of the nozzle was 1 600 m/s.

w [0108] Subsequently, the dispersed spherical alumina powders, the polyester fine short fibers, the polypropylene

fine short fibers A, and the islands-in-sea type fine short fibers B were collected on a nonwoven fabric substrate (a

spun-bonded nonwoven fabric of polyester fibers; a mass per unit area = 30 g/m2) placed on the support of a net, while

the air was sucked at a suction rate of 2 rr^/min by a suction box located under the support.

[0109] Then, the spun-bonded nonwoven fabric substrate carrying the powders-containing fiber web thereon was
is conveyed to an oven at 130 °C and heated for 3 minutes, to obtain a laminated nonwoven fabric (mass per unit area

= 450 g/m2; thickness = 0.65 mm) containing the powders-affixed nonwoven fabric layer and the spun-bonded non-

woven fabric substrate. In the resulting powders-affixed nonwoven fabric layer of the laminated nonwoven fabric, the

polyester fine short fibers, the polypropylene fine short fibers A, and the islands-in-sea type fine short fibers B were

entangled in such a manner that the spherical alumina powders were surrounded thereby. Further, all of the fine short

20 fibers, and the islands-in-sea type fine short fibers B and the spherical alumina powders were fused by the high-density

polyethylene in the islands-in-sea type fine short fibers B.

[0110] The spun-bonded nonwoven fabric substrate was removed from the laminated nonwoven fabric, and the

properties of the powders-affixed nonwoven fabric layer were determined. The powders-affixed nonwoven fabric layer

had a mass per unit area of 420 g/m2 ; thickness of 0.55 mm; and an apparent density of 0.764 g/cm3 . A mass ratio of

25 the fine short fibers were 8 mass%. The adhesion rate of adhered substances, i.e., a percentage of total masses of

the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot water for 15 minutes

and the adhered substances extracted by dipping the powders-affixed nonwoven fabric layer in hot methanol for 15

minutes to a mass of the powders-affixed nonwoven fabric layer, was less than 0.02 mass%.

[0111] Two sheets of the powders-affixed nonwoven fabric layer were laminated, and pressed by a heat press at

30 130 °C under a pressure of 50 kg/cm2 , to obtain a pliable sheet (a mass per unit area = 840 g/m2; thickness = 0.43

mm; apparent density = 1 .95 g/cm3) having a high packing ratio of the alumina powders and a high thermal conductivity.

The alumina powders did not drop from the pliable sheet. The pliable sheet had excellent handling properties and

strength.

35 Example 5

[01 12] Islands-in-sea type fibers (fineness = 8.8 dtex) having about 3900 island components of poly-4-methylpentene

in a sea component of polyester copolymer were prepared by a composite spinning method, and cut to a fiber length

of 0.5 mm. The resulting islands-in-sea type fibers were dipped in a 1 0 mass% aqueous solution of sodium hydroxide,

40 and the sea component of polyester copolymer was extracted and removed by hydrolysis. Then, the product was air-

dried to obtain bundled aggregates of poly-4-methylpentene fine short fibers (a fiber diameter = 0.4 ujm; a fiber length

= 0.5 mm; adhesion rate of adhered substances = less than 0.02 mass%), hereinafter referred to as fine short fibers

D. The resulting fine short fibers D were drawn but not fibrillated. Each of fine short fibers D had varying diameter in

an axial direction thereof.

45 [0113] Further, the bundled aggregates of the crystalline polystyrene fine short fibers C were prepared as in Example

3, and the bundled aggregates of the islands-in-sea type fine short fibers B were prepared as in Example 1

.

[0114] Thereafter, using an apparatus similar to the manufacturing apparatus as shown in Fig. 1 , the bundled ag-

gregates of the poly-4-methylpentene fine short fibers D, the bundled aggregates of the crystalline polystyrene fine

short fibers C, and the bundled aggregates of the islands-in-sea type fine short fibers B were charged into the mixer

50 at a mass ratio of 40:20:40, and loosened and mixed. The mixture was supplied to the nozzle having an orifice with a

continuously narrowing cross-sectional circular shape (diameter at an ejecting opening = 3.2 mm), and at the same
time, a laminar compressed air (pressure = 6 kg/cm2) was introduced from the compressed-gas inlet at an inside

position near to the nozzle. The mixture was ejected from the nozzle to the air at the dispersing chamber and the poly-

4-methylpentene fine short fibers D, the crystalline polystyrene fine short fibers C, and the islands-in-sea type fine

55 short fibers B were dispersed in the dispersing chamber. The gas-passing rate at the ejecting opening of the nozzle

was 1600 m/s.

[0115] Subsequently, the dispersed poly-4-methylpentene fine short fibers D, the crystalline polystyrene fine short

fibers C, and the islands-in-sea type fine short fibers B were collected on a nonwoven fabric substrate (a spun-bonded
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nonwoven fabric of polyesterfibers; a mass per un It area = 30 g/m2) placed on the support of a net, to obtain a composite

nonwoven fabric of the above spun-bonded nonwoven fabric and a fine short fiber web (a mass per unit area = 5 g/

m2
) which is a layer for preventing powder materials from falling. When the fine short fibers were collected, the air was

sucked at a suction rate of 2 nr^/min by a suction box located under the support.

5 [0116] Then, the bundled aggregates of poly-4-methylpentene fine short fibers D were prepared as above, the bun-

dled aggregate of the crystalline polystyrene fine short fibers C were prepared as in Example 3, and the bundled

aggregates of the Islands-in-sea type fine short fibers B were prepared as in Example 1 . Further, anatase-type titanium

dioxide powders having an average particle size of 0.2 u.m were used as the powder materials.

[0117] Thereafter, the bundled aggregates of the poly-4-methylpentene fine short fibers D, the bundled aggregates

io of the crystalline polystyrene fine short fibers C, the bundled aggregates of the islands-in-sea type fine short fibers B,

and the anatase-type titanium dioxide powders were charged into the mixer at a mass ratio of 3:6:6:85, and loosened

and mixed. The mixture was supplied to the nozzle having an orifice with a continuously narrowing cross-sectional

' circular shape (diameter at an ejecting opening = 3.2 mm), and at the same time, a laminar compressed air (pressure

= 6 kg/cm2) was introduced from the compressed-gas inlet at an inside position near to the nozzle. The mixture was
is ejectedfrom the nozzle to the air atthe dispersing chamber and the titanium dioxide powders, the poly-4-methylpentene

fine short fibers D, the crystalline polystyrene fine short fibers C, and the islands-in-sea type fine short fibers B were

dispersed in the dispersing chamber. The gas-passing rate at the ejecting opening of the nozzle 30 was 1600 m/s.

[01 18] Subsequently, the dispersed titanium dioxide powders, the poly-4-methylpentene fine short fibers D, the crys-

talline polystyrene fine short fibers C, and the islands-in-sea type fine short fibers B were collected on the fine short

20 fibers web (a mass per unit area = 5 g/rn2 ; the layer for preventing the powder materials from falling) of the composite

nonwoven fabric of the fine short fiberweb/the spun-bonded nonwoven fabric substrate, to thereby obtain a composite

nonwoven fabric of the powders-containing fiber webAhe fine short fiber web/the spun-bonded nonwoven fabric sub-

strate. When the collection was conducted, the air was sucked at a suction rate of 2 nr^/min by a suction box located

under the support.

25 [01 1 9] Thereafter, as in the above process, the bundled aggregates of the poly-4-methylpentene fine short fibers D,

the bundled aggregates of the crystalline polystyrene fine short fibers C, and the bundled aggregates of the islands-

in-sea type fine short fibers B were ejected and dispersed, and then collected on the powders-containing fiber web of

the composite nonwoven fabric of the powders-containing fiberweb/the fine short fiberweb/the spun-bonded nonwoven

fabric substrate, to thereby obtain a composite nonwoven fabric of a fine short fiber web/the powders-containing fiber

3d web/the fine short fiber web/the spun-bonded nonwoven fiber web substrate.

[0120] Then, the composite nonwoven fabric of the fine short fibers web/the powders-containing fiber web/the fine

short fiber web/the spun-bonded nonwoven fabric substrate was conveyed to an oven at 130 °C and heated for 3

minutes, to obtain a laminated nonwoven fabric (mass per unit area = 270 g/m2 ; thickness = 0.42 mm) containing the

powders-affixed nonwoven fabric layer, the spun-bonded nonwoven fabric substrate and two layers of the fine short

35 fibers on both sides of the powders-affixed nonwoven fabric layer. In the resulting powders-affixed nonwoven fabric

layer of the laminated nonwoven fabric, the poly-4-methylpentene fine short fibers D, the crystalline polystyrene fine

short fibers C, and the islands-in-sea type fine short fibers B were entangled in such a manner that the titanium dioxide

powders were surrounded thereby. Further, all the fine short fibers, and the islands-in-sea type fine short fibers B and

the titanium dioxide powders were fused by the high-density polyethylene in the islands-in-sea type fine short fibers

40 B. Furthermore, the falling of the titanium dioxide powders was prevented by two fiber layers (layers for preventing the

powder materials from falling) stemmed from the fiber webs composed of the fine short fibers.

[0121] The spun-bonded nonwoven fabric substrate was removed from the composite nonwoven fabric, and the

properties of the three-layered powders-affixed nonwoven fabric were determined. The three-layered powders-affixed

nonwoven fabric had a mass per unit area of 240 g/m2; thickness of 0.32 mm; and an apparent density of 0.750 g/cm3 .

45 a mass ratio of the fine short fibers in the powders-affixed layer of the three-layered fabric were 1 5 mass%. The
adhesion rate of adhered substances, i.e., a percentage of total masses of the adhered substances extracted by dipping

the three-layered powders-affixed nonwoven fabric in hot water for 1 5 minutes and the adhered substances extracted

by dipping the three-layered powders-affixed nonwoven fabric in hot methanol for 15 minutes to a mass of the three-

layered powders-affixed nonwoven fabric, was less than 0.02 mass%.
so [0122] A filter unit was prepared by a pleat-processing of the composite nonwoven fabric containing the powders-

affixed nonwoven fabric layer. A pleat height was 20 mm and a pitch was 2 mm. An air containing 100 ppb toluene

was passed through the filter unit at a rate of 20 cm/sec under UV radiation. A removing rate of toluene at an exit of

the filter unit was 80%. Further, no dropping of the titanium dioxide powders was observed when the composite non-

woven fabric was vibrated.

55

Example 6

[0123] The bundled aggregates of the islands-in-sea type fine short fibers B were prepared as in Example 1

.
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[0124] Then, the bundled aggregates of the islands-in-sea type fine short fibers B were charged into the mixer, and

loosened. The loosened fibers were supplied to the nozzle having an orifice with a continuously narrowing cross-

sectional circular shape (diameter at an ejecting opening = 3.2 mm), and at the same time, a laminar compressed air

(pressure = 6 kg/cm2) was introduced from the compressed-gas inlet at an inside position near to the nozzle. The

5 mixture was ejected from the nozzle to the air at the dispersing chamber and the islands-in-sea type fine fibers B were

dispersed in the dispersing chamber. The gas-passing rate at the ejecting opening of the nozzle was 1600 m/s.

[0125] Subsequently, the dispersed islands-in-sea type fine short fibers B were collected on a nonwoven fabric sub-

strate (a spun-bonded nonwoven fabric of polyester fibers; a mass per unit area = 30 g/m2) placed on the support of

a net, to obtain a laminated nonwoven fabric of the fine short fibers web (mass per unit area = 5 g/m^/the spun-bonded

10 nonwoven fabric substrate. When the fibers were collected, the air was sucked at a suction rate of 2 rr^/min by a

suction box located under the support.

[01 26] Thereafter, the bundled aggregates of the islands-in-sea type fine short fibers B were prepared as in Example

1. Further, low-density polyethylene powders (an average particle size = 12 jim; Sumitomo Seika) were used as the

powder materials.

'5 [0127] Thereafter, the bundled aggregates of the islands-in-sea type fine short fibers B, and the low-density poly-

ethylene powders were charged into the mixer at a mass ratio of 5:95, and loosened and mixed. The mixture was

supplied to the nozzle having an orifice with a continuously narrowing cross-sectional circular shape (diameter at an

ejecting opening = 3.2 mm), and at the same time, a laminar compressed air (pressure = 6 kg/cm2) was introduced

from the compressed-gas inlet at an inside position near to the nozzle. The mixture was ejected from the nozzle to the

20 air at the dispersing chamber and the low-density polyethylene powders and the islands-in-sea type fine fibers B were

dispersed in the dispersing chamber. The gas-passing rate at the ejecting opening of the nozzle was 1600 m/s.

[0128] Subsequently, the dispersed low-density polyethylene powders, and the islands-in-sea type fine short fibers

B were collected on the fine short fibers web (a mass per unit area = 5 g/m2) of the laminated nonwoven fabric of the

fine short fibers web/the spun-bonded nonwoven fabric, to thereby obtain a composite nonwoven fabric of the powders-

25 containing fiber web/the fine short fibers web/the spun-bonded nonwoven fabric substrate. When the collection was
conducted, the air was sucked at a suction rate of 2 rr^/min by a suction box located under the support.

[01 29] Then , the composite nonwoven fabric of the powders-containing fiber web/the fine short fibers web/the spun-

bonded nonwoven fabric substratewas conveyed to an oven at 1 07 °C and heated for 5 minutes, to obtain a composite

nonwoven fabric (mass per unit area=118 g/m2 ; thickness = 0.55 mm) containingthe powders-affixed nonwoven fabric

30 layer. In the resulting laminated nonwoven fabric, the islands-in-sea type fine short fibers B were entangled in such a

manner that the low-density polyethylene powders were surrounded thereby. Further, a part of the high-density poly-

ethylene in the islands-in-sea type fine short fibers B and a part of the low-density polyethylene powders were melted,

and thus, the islands-in-sea type fine short fibers B were fused to each other, and the islands-in-sea type fine short

fibers B and the low-density polyethylene powders were fused. The falling of the low-density polyethylene powders

35 was prevented by the fiber layer (the layer for preventing the powder materials from falling) stemmed from the fiber

web composed of the islands-in-sea type fine short fibers B.

[0130] The spun-bonded nonwoven fabric substrate was removed from the composite nonwoven fabric, and the

properties of the two-layered powders-affixed nonwoven fabric were determined. The two-layered powders-affixed

nonwoven fabric had a mass per unit area of 88 g/m2 ; thickness of 0.45 mm; and an apparent density of 0.196 g/cm3 .

40 A mass ratio of the fine short fibers in the powders-affixed nonwoven fabric layer of the two-layered fabric were 5

mass%. The low-density polyethylene powders did not drop from the two-layered powders-affixed nonwoven fabric.

The adhesion rate of adhered substances, i.e., a percentage of total masses of the adhered substances extracted by

dipping the two-layered powders-affixed nonwoven fabric in hot water for 15 minutes and the adhered substances

extracted by dipping the two-layered powders-affixed nonwoven fabric in hot methanol for 15 minutes to a mass of the

45 two-layered powders-affixed nonwoven fabric, was less than 0.02 mass%.

[0131] The two-layered powders-affixed nonwoven fabric was treated in an oven at 125 °C for 5 minutes, whereby

the low-density polyethylene powders were melted and converted to a film form, to thereby obtain a fiber reinforced

plastic (FRP) sheet (a mass per unit area = 88 g/m2 ; a thickness = 0.14 mm; an apparent density = 0.629 g/cm2)
wherein the islands-in-sea type fine sheet fibers were dispersed in the low-density polyethylene film. The resulting

50 sheet had excellent pliability and strength. The result shows that the islands-in-sea type fine short fibers B served as

a reinforcing agent in the FRP.

[0132] As above, the powder materials having small particle diameters rarely drop from the powders-affixed nonwo-

ven fabric of the present invention, and the inherent functions the powder materials can be exhibited.

[0133] When an average particle size of the powder materials in the powders-affixed nonwoven fabric is 50 urn or

55 less, functions of the powder materials can be expressed to a maximum degree.

[0134] When a mass ratio of the fine short fibers with respect to a whole mass of the powders-affixed nonwoven

fabric is 1 to 40 mass %, functions of the powder materials can be expressed to a maximum degree, because an

amount of the powder materials becomes large.
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[01 35] When an adhesion rate of substances adhered to the nonwoven fabric is 0.5 mass% or less, functions of the

powder materials are not affected by the substances adhered to the powders-affixed nonwoven fabric.

[0136] When the powders-affixed nonwoven fabric contains the powders-falling-preventing layer on at least one

surface of the powders-affixed nonwoven fabric layer, the falling of the powder materials can be more effectively pre-

5 vented.

[01 37] According to the present process for manufacturing a powders-affixed nonwoven fabric, the nonwoven fabric

containing the powder materials affixed to the fiber web prepared by a method other than a wet-laid method, from the

dispersed fine short fibers having a fiber diameter of 4 um or less and a fiber length of 3 mm or less, can be easily

prepared.

10 [0138] As above, the present invention was explained with reference to particular embodiments, but modifications

and improvements obvious to those skilled in the art are included in the scope of the present invention.

Claims
15

I . A powders-affixed nonwoven fabric prepared from a fiber web comprising powder materials and fine short fibers

having a fiber diameter of 4 um or less and a fiber length of 3 mm or less in a dispersed state in said powders-

containing fiber web, said powders-containing fiber web being formed by a method other than a wet-laid method.

20 2. The powders-affixed nonwoven fabric according to claim 1 , wherein an average particle size of the powder mate-

rials is 50 um or less.

3. The powders-affixed nonwoven fabric according to claim 1 or 2, wherein a mass ratio of the fine short fibers with

respect to a whole mass of the powders-affixed nonwoven fabric is 1 to 40 mass %.
25

4. The powders-affixed nonwoven fabric according to any one ofclaims 1 to 3 , wherein an adhesion rate of substances

adhered to said powder-affixed nonwoven fabric is 0.5 mass% or less.

5. The powders-affixed nonwoven fabric according to any one of claims 1 to 4, wherein the fine short fibers are formed

30 from island components remaining after removing a sea component from islands-in-sea type fibers.

6. The powders-affixed nonwoven fabric according to any one of claims 1 to 5, wherein the fine short fibers are formed

from one or more organic components.

35 7. A process for manufacturing a powders-affixed nonwoven fabric comprising the steps of:

ejecting aggregates of fine short fibers having a fiber diameter of 4 um or less and a fiber length of 3 mm or

less, or a group of the aggregates, and/or mechanically dividable fibers capable of generating fine short fibers

having a fiber diameter of 4 um or less and a fiber length of 3 mm or less, or aggregates of the mechanically

40 dividable fibers, together with powder materials, from a nozzle into a gas by an action of a compressed gas,

to thereby divide the aggregates of the fine short fibers or the group thereof into the fine short fibers, and/or

divide the mechanically dividable fibers or the aggregates thereof into the fine short fibers, and disperse the

resulting fine short fibers and the powder materials;

collecting the dispersed fine short fibers and the powder materials to form a powders-containing fiberweb; and
45 affixing the powder materials, while forming a nonwoven fabric from the powders-containing fiberweb to obtain

the powders-affixed nonwoven fabric.

8. The process according to claim 7, wherein bundled aggregates of fine short fibers are supplied to the nozzle.

so 9. The process according to claim 7 or 8, wherein before supplying the fine-fibers aggregates or the group thereof,

and/or the mechanically dividable fibers or the aggregates thereof to the nozzle, adhered substances are removed

from the fine-fibers aggregates or the group thereof, and/or the mechanically dividable fibers or the aggregates

thereof.

55 10. The process according to any one of claims 7 to 9, wherein a gas stream supplied to the nozzle is substantially a

laminar flow.

II. The process according to any one of claims 7 to 10, wherein the fine-fibers aggregates or the group thereof, and/

18
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or the mechanically dividable fibers or the aggregates thereof, and the powder materials are ejected from the

nozzle and brought into collision with a colliding means placed in front of the nozzle.

12. A sheet material comprising at least one layer of a powders-affixed nonwoven fabric prepared from a fiber web
5 comprising powder materials and fine short fibers having a fiber diameter of 4 ujti or less and a fiber length of 3

mm or less in a dispersed state in said powders-containing fiber web, said powders-containing fiber web being

formed by a method other than a wet-laid method.

13. The sheet material according to claim 12, further comprising a layer free of the powder materials on at least one
10 surface.

14. A process for manufacturing a sheet material comprising the steps of:

ejecting aggregates of fine short fibers having a fiber diameter of 4 ujti or less and a fiber length of 3 mm or

15 less, or a group of the aggregates, and/or mechanically dividable fibers capable of generating fine short fibers

having a fiber diameter of 4 ujti or less and a fiber length of 3 mm or less, or aggregates of the mechanically

dividable fibers, together with powder materials, from a nozzle into a gas by an action of a compressed gas,

to thereby divide the aggregates of the fine short fibers or the group thereof into the fine short fibers, and/or

divide the mechanically dividable fibers or the aggregates thereof into the fine short fibers, and disperse the

20 resulting fine short fibers and the powder materials;

collecting the dispersed fine short fibers and the powder materials to form a powders-containing fiberweb; and

affixing the powder materials, while forming a nonwoven fabric from the powders-containing fiber web, and at

the same time bonding a layer free of the powder materials, to obtain the sheet material containing a powders-

affixed nonwoven fabric.

30
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